Non-Paved Areas

/—Minimum 6" topsoil, seed, and blanket

Compacted IDOT approved trench backfill
e <2 feet from edge of pavement, structure,
proposed pavement, shoulder, or curb
o 12"lifts

OR

Excavated Soil backfill

° >2 feet from edge of pavement, structure,
proposed pavement, shoulder, or curb

e Placed in lifts and properly compacted to the
satisfaction of the engineer

| —Pipe

—Compacted granular bedding material

Notes:

Paved Areas

Hot Mix Asphalt Surface
° Saw cut and remove surface layer,

re-cut and clean edge prior to
resurfacing

e Replace thickness in kind and compact
to 93% compaction by roller. A plate
compactor may be used if directed by
the engineer.

e Maximum 8" lifts, allowing for cooling of
of each lift before additional placement

e  Place 1.5" layer of surface as the top lift
and compact with a roller

. \CA-G Aggregate

e  Replace thickness in kind

e Minimum 6" thickness.

e  Compacted to 93% compaction by
approved methods

| —Pipe

/—IDOT approved Control Low Strength Material (CLSM)
L]
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Spot Utility Repairs (under 50 LF or 500 SF)
Controlled low-strength material (CLSM) shall be
placed according to Section 593 of the Standard
Specifications for Road and Bridge Construction
except that the material used shall be “Mix 2” as
specified in Article 1019.05.

—Compacted granular bedding material

1. All work shall conform to IDOT's "Standard Specifications for Road & Bridge Construction" (latest edition) and " Supplemental

Specifications and Recurring Special Provisions" (latest edition)
Replace all raised reflective pavement markers, striping, letters, symbols, detector loops, wires, and other appurtenances in kind
The Engineer may select the backfill requirement based on site conditions
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4. All out of service facilities in the ROW shall be removed
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1/30/24 added CLSM requirements




